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Inweld 316LSI
AWS A5.9 ER316LSI
Chemical Composition of Inweld 

Single values are maximum unless otherwise specified.

Description and Applications

This classification is the same as ER316L, except for the higher silicon content. This improves the usability of 
the filler metal in the gas metal arc welding process. If the dilution by the base betal produces a low ferrite or 
fully austenitic weld, the crack sensitivity is somewhat higher than that of lower silicon content weld metal.

Procedure

Typical Weld Metal Properties
   AWS Spec (ksi)
Tensile Strength:   
Yield Strength: 
Elongation:    

Recommended Parameters

Wire Diameter Voltage Amperage

  


