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Inweld 409Cb
Chemical Composition of Inweld 409Cb

Single values are maximum unless otherwise specified.

Description and Applications
A 10-12% Chromium  Stainlesss steel wire with a ferritic microstructure. Columbium (Cb) is used over Titani-
um in order to increase the alloys’ corrosion resistance, increase the strength at high temperatures and lower the 
oxidations losses across the arc. Applications are generally the same as an ER409.

Typical Weld Metal Properties
   AWS Spec
Tensile Strength: 50,000 psi
Yield Strength: 67,000 psi
Elongation:  26%

  


